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Abstract

Grain-oriented (GO) Fe-Si sheets are often preferred to non-oriented steels in large rotating machines, where the material response
along different directions from the rolling one (RD) matters, both in terms of magnetisation curve and energy losses. The exper-
iments show that the material properties depend in a complex fashion on the angle θ made by the applied field with respect to
RD in the lamination plane, an effect that can be quantitatively interpreted in terms of evolution of the domain wall processes.
It was shown that the pre-emptive knowledge of the material behaviour along RD (θ = 0◦) and the transverse direction (TD, θ =

90◦), allows one to predict, under quasi-static excitation, the normal magnetisation curve, the hysteresis loop shape, and the energy
loss dependence on θ in high-permeability GO sheets. The evolution of the quasi-static magnetic properties with θ has an obvious
counterpart in the dynamic behaviour. In the present work we have therefore investigated, from the experimental and theoretical
viewpoint, the behaviour of the magnetic energy loss W( f , Jp) versus frequency (1 Hz ≤ f ≤ 200 Hz) and peak polarisation (0.15
T ≤ Jp ≤ 1.6 T) in high-permeability 0.29 mm thick GO Epstein samples, cut at 15◦ steps between RD and TD. We show that the
predicting method developed for the quasi-static loss can be made general through loss decomposition and applied, in particular, to
the determination of the excess loss term. This leads to a general description of W( f , Jp) as a function of the sheet cutting angle,
without using arbitrary parameters.

Keywords: Grain-oriented Fe-Si, Magnetisation process, Magnetic losses, Power transformers, Large rotating machines

1. Introduction

The appraisal of the magnetic properties of grain-oriented
Fe-Si laminations [1] subjected to generically directed field
comes strongly into play when dealing with applications (T-
joints of transformers [2, 3], and large rotating machines [4, 5]).
But the behaviour of the GO sheet along directions different
from RD, essential for machine designers, cannot be retrieved
from the data sheets, which deal with the performance of lami-
nations cut along RD only (and are often limited to f = 50 Hz).

Insight into this problem, which has attracted modelling by
means of static [6, 7, 8] and dynamic [9] formal approaches to
magnetisation process and energy loss, and detailed investiga-
tions of the domain structure evolution [10, 11, 12], finds useful
simplification and solid reference in the analysis of the single
crystal behaviour. This approach permits one to investigate the
intrinsic magnetic properties of the material from the analysis
of its behaviour along the high-symmetry reference directions
[001] and [11̄0], placing it in the framework of the Néel Phase
Theory [13], with due consideration of the role played by the
demagnetising field [14].

When moving from this idealised scenario to the GO lami-
nations, the reference directions become RD and TD, in place
of [001] and [11̄0], respectively [15]. As a consequence, an im-
portant line of research is devoted to the problem of providing
physical meaning to the prediction of the magnetic properties at
intermediate directions starting from the knowledge of the re-
sponse along RD and TD. A general drawback of the literature
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Figure 1: Left side) The strips used in the experiments are cut in such a way
that the specimen longitudinal direction, along which the magnetising field H
is applied and the induction revealed, forms an angle θ with the parent sheet
rolling direction (RD). The transverse direction (TD) is also indicated. Right
side) The measured J‖ and J⊥ (solid arrows), together with the polarisations
(referred to the whole sample volume) J180 and J90, generated by the 180◦ and
90◦ phases (dashed arrows), are depicted [see Eqs. (A.1)].

on this subject lies, however, on the prevalence of empirical
methods, in combination with a certain neglect of the funda-
mental role played by the geometrical properties of the sample
sheet [11, 15, 16, 17, 18].

In this paper, we discuss an experimental investigation on
the behaviour of the energy loss W vs. f and Jp (the polari-
sation measured along the magnetising field direction) on Ep-
stein strips cut at different angles θ to RD from a high per-
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Figure 2: Reference situations for high permeability GO laminations, emulating
the ideal single-crystal case. Different configurations of the domain structure
vs. the applied field H (parallel to the longitudinal direction, as indicated in
Fig. 1), for strips cut along RD (top), and TD (bottom, with the demagnetised
case on the left).

meability Goss-textured parent sheet (see left side of Fig. 1).
Starting from a quasi-static model of the magnetisation pro-
cess [14, 19], we have developed a theoretical approach, relying
on the loss separation procedure [20], by which one can repro-
duce the static and dynamic loss figures at intermediate angles
(15◦ ≤ θ ≤ 75◦) from the data obtained in the RD and TD
directions only.

To be remarked that with the present investigation we com-
bine the magnetic measurements with the direct observation of
the 180◦ and 90◦ domain wall (dw) processes and their relation-
ship.

2. Loss Modeling

2.1. Quasi-static energy loss
Our investigation starts from the phenomenological approach

worked out in [14, 19, 21, 22], which has demonstrated its va-
lidity in assessing the whole magnetic behaviour under quasi-
static limit. In this model, the description of the magnetisation
process in GO steels takes advantage of the good knowledge
of the domain structure and its evolution with the applied field
H. With high-permeability sheets we can actually simplify the
problem by adopting the single crystal approximation and look
at the magnetisation process with reference to the Néel′s phases
and their evolution [13].

By considering then the {110}〈001〉 high permeability Goss-
textured laminations, we shall identify (Fig. 1) RD (θ = 0◦)
and TD (θ = 90◦) with the [001] and [11̄0] axes of the single
crystal, respectively. The strips cut along RD and TD will be-
come the building blocks of the model. Whatever θ, the domain

ϑ = 45° 
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 J 

Figure 3: Surface domain structures, obtained by Kerr microscopy, of a strip cut
with its longitudinal direction making an angle θ = 45◦ to RD. Two situations,
corresponding to the demagnetised state and J = 0.25T , are reported.

structure in the demagnetised state takes the familiar pattern of
anti-parallel domains with the polarisation ±Js aligned with RD
(Fig. 2a, and left side of 2b).

We shall assume that when θ = 0◦, a one-dimensional pro-
cess operates, the magnetisation reversal proceeding exclu-
sively through the displacement of a regular pattern of rigid
180◦ dws, aligned with H (Mode I: two 180◦ phases). This
configuration is called in the following ”180◦ phase” (Fig. 2a).

When θ = 90◦, the magnetisation process reveals its vec-
tor nature. The antiparallel [001] directed domains occupy the
whole specimen in the demagnetised state only [left side of Fig.
2b)], but, as H = |H| increases, being the 180◦ dws unable to
move, because perpendicular to H, the polarisation J = |J| can
grow only thanks to a ”phase transformation” driven by 90◦

dws, by which the two 180◦ phases give way to the [100] and
[01̄0] phases. This structure, with four coexisting phases (Mode
II) will be colloquially addressed as ”90◦ phase” in the follow-
ing. Such a process ends with the new phases seizing the entire
sample volume (Fig. 2b, right side) and is eventually completed
by the rotation of Js towards saturation (Mode III, two phases).
Neglecting the closure domains, the whole sample will be oc-
cupied, at the end of Mode II, by the [100] and [01̄0] domains,
with Js forming a 45◦ angle with the sample surface. To note
that there is no laterally directed macroscopic magnetisation
with θ = 0◦ and θ = 90◦. The relationship connecting the 90◦

phase in-plane polarisation, referred to the whole sample vol-
ume (right side of Fig. 1), and its relative volume v90 = V90/V
(with V90 and V the volume of the 90◦ phase and the sample
total volume), turns out to be

J90 = v90 Js cos 45◦ = v90
Js
√

2
(1)

In strips cut along directions intermediate between RD and
TD, the domain structure observations [14] coupled with the
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Figure 4: Energy loss W( f ) for peak polarisation Jp = 1.4 T in 0.29 mm thick
high-permeability Fe-Si GO Epstein strips cut at various angles θ to the Rolling
Direction. The increased non-linearity of W( f ) with increasing θ combines
with enhanced hysteresis Whyst and excess Wexc( f ) losses.

domain theory [10, 11, 12] shows that the balance between the
two processes discussed above take place in proportions de-
pending on θ. An example of the surface domains evolution vs.
the applied field H is displayed in Fig. 3, for a strip cut at an an-
gle θ = 45◦ to RD. On passing from J = 0 to J = 0.25 T, besides
the evident 180◦ dws displacement, a partial 180◦ phase → 90◦

phase transformation can be inferred from the surface domain
structures.

We shall define the polarisation values of the two phases,
referred to the whole sample volume, as J180 and J90. They
are depicted in Fig. 1 (right side), together with the polari-
sations measured along the longitudinal direction of the strip
(J‖), and perpendicularly to it (J⊥). We remark that the mag-
netic properties measured on the RD and TD cut strips have
intrinsic character, because, provided the yoke ensures com-
plete flux closure, no demagnetising fields can interfere with
the magnetisation process. However, a transverse magnetisa-
tion component always appears on strips cut along a generic
angle θ and the related demagnetising field will affect, in a way
depending on strip width, the magnetisation curve and the loss.
Consequently, the measured properties cannot be assumed as
material dependent only. In this context, the Epstein strips are
a subject of specific interest, because they provide, on the one
hand, the ubiquitous benchmark of steel sheet testing and on
the other hand, with their 30 mm width, they are subjected to
such high lateral demagnetising field that, as discussed in detail
in Appendix A, the macroscopic polarisation J is always bound
to align with the strip longitudinal direction (that is, with the
applied field H). We shall focus in the following on this im-
portant case, in particular on the dependence of hysteresis and
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Figure 5: Behaviour of the hysteresis loss component vs. the cutting angle
θ formed by the applied field with RD (see Fig. 1), for high (top) and low
(bottom) peak polarisations Jp. The theoretical loss figures at intermediate
(15◦ ≤ θ ≤ 75◦) cutting angles are obtained after interpolation performed via
Eq. (6) of the RD and TD experimental values.

dynamic losses on θ in a range of measured peak polarisation
values (0.15 T ≤ Jp ≤ 1.6 T), up to f = 200 Hz.

Considering now the hysteresis energy loss Whyst along the
period T=1/ f , the model basically assumes its dependence on
Jp and θ (ranging from 0◦ to 90◦) as reflecting the correspond-
ing domain structure evolution. In accordance, at any θ, Whyst is
dissipated through two basic dw mechanisms, working together
to reach the measured peak polarisation Jp:

a) 180◦ dw displacements inside the 180◦ phase (of relative
volume v180 = 1 − v90), giving the contribution J180,p cos θ to
Jp, with J180,p provided by Eq. (A.1a) of the Appendix. Let
W (180)

hyst [J (r)
180,p] be the loss corresponding to this process, where

J (r)
180,p =

1
v180

J180,p (2)

is the reduced peak polarisation, ”referred” to v180.
b) 180◦ phase ↔ 90◦ phase transformation, driven by 90◦

dws, and giving the contribution J90,p sin θ to Jp, with J90,p
provided by Eq. (A.1b) of the Appendix. Remark that J90,p
is connected to the 90◦ phase volume by Eq. (1).

The total peak polarisation

Jp = J180,p cos θ + J90,p sin θ (3)

is then realised, and, taking advantage of the fact that the net
magnetisation transverse to the strip is zero, the total hysteresis
loss is obtained after summation of the contributions originated

3
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Figure 6: Behaviour of the excess loss component vs. the cutting angle θ formed by the applied field with RD (see Fig. 1), for low (bottom section) and high (top
section) peak polarisations Jp, at f = 50 Hz (a) and f = 200 Hz (b). The theoretical loss figures at intermediate (15◦ ≤ θ ≤ 75◦) cutting angles are obtained after
interpolation performed via Eq. (9) of the RD and TD experimental values.

from the a) and b) mechanisms, weighed through the quantity
〈v180〉T : the 180◦ phase relative volume averaged along T ,

Whyst(θ, Jp) = 〈v180〉T W (180)
hyst [J(r)

180,p] + W (90)
hyst [J90,p] (4)

But, as discussed above, two experimentally achievable situa-
tions exist where only one of the a) or b) mechanisms takes
place, fulfilled when θ = 0◦ and θ = 90◦, respectively. Hence

W (180)
hyst [J(r)

180,p] = W (RD)
hyst,EXP[J(r)

180,p] (5a)

W (90)
hyst [J90,p ] = W (T D)

hyst,EXP[J90,p ] (5b)

and it can be written a relationship relying on pre-emptive
knowledge of the magnetic behaviour of the material along RD
and TD only, and containing no adjustable or arbitrary quanti-
ties

Whyst(θ, Jp) = 〈v180〉T W (RD)
hyst,EXP[J (r)

180,p] + W (T D)
hyst,EXP[J90,p] (6)

The evolution of the model parameters 〈v180〉, J(r)
180,p, and J90,p

vs. θ, for different Jp, is provided in Appendix A.

2.2. The dynamic losses

The whole phenomenology of the energy loss dependence
on Jp and f has found a physically based and well assessed

formulation with the statistical Theory of Losses (STL), which
provides a rationale for the concept of loss decomposition [20].
This permits us to write the total measured loss W, for any θ, as

W(Jp, f ) = Whyst(Jp) + Wclass(Jp, f ) + Wexc(Jp, f ) (7)

where, besides the previously discussed quasi-static term Whyst,
obtained by extrapolating W( f ) to f = 0, we identify the clas-
sical Wclass and the excess Wexc components. From Maxwell
equations, the following expression for the classical loss per
unit volume (independent of θ), in a sheet of conductivity σ
and thickness d subjected to sinusoidal induction, is derived

Wclass =
π2

6
σdJ2

p f (8)

in the absence of skin effect. The experimental Wexc(Jp, f ) is
then obtained from Eq. (7) by difference.

The example of experimental W( f ) behaviours shown in Fig.
4 (Jp = 1.4 T) for θ ranging between 0◦ and 90◦, puts in evi-
dence, besides increasing non-linearity of W( f ), sharp and sim-
ilar increase of Whyst and Wexc( f ) with rising θ, as shown by the
loss decomposition made via Eqs. (7) and (8). In particular, it
is found that Wexc( f ) follows to good approximation a power
law dependence on frequency Wexc( f ) ∝ f q, with q decreasing
from the usual value q = 0.5 for θ = 0◦ to q � 0.35 for θ ≥ 30◦.
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Figure 7: Behaviour of the total loss vs. the cutting angle θ formed by the applied field with RD (see Fig. 1), for low (bottom section) and high (top section) peak
polarisations Jp, at f = 50 Hz (a) and f = 200 Hz (b). The theoretical loss figures are obtained from Eqs. (6), (8), (9), and (7).

According to the STL, this decrease of q follows from faster dw
multiplication effect with increasing frequency. Quantitatively,
this can be expressed in terms of number n of Bertotti′s simul-
taneously reversing magnetic objects, obeying a law of the type
n ∼ (Hexc/V0)m, with m > 1, Hexc = Wexc/4Jp and V0 the base
statistical parameter accounting for the distribution of the local
coercive fields [20]. The calculations show that in such a case
Wexc( f ) ∝ f [1/(1+m)].

We shall demonstrate in the following Section how the
Whyst(θ) behaviour can be predicted in terms of the measured
intrinsic quantities W (RD)

hyst,EXP and W (T D)
hyst,EXP by means of Eq. (6).

This feat is one important consequence of the very local nature
of the dissipation processes (elementary Barkhausen jumps) oc-
curring under quasi-static excitation. The same property ex-
pectedly applies, though on a larger scale (that of the domain
wall and its immediate surroundings), when considering the
eddy current mechanisms responsible for Wexc, which is, in
addiction, correlated to Whyst via the statistics of coercivities.
Finally, we have experimentally verified, in quasi-static and dy-
namic regime, the boundary conditions J‖ = J and J⊥ = 0
[Eqs. ( A.2)], with ensuing independence of frequency of the
model parameters 〈v180〉, J(r)

180,p, and J90,p. For all these reasons,
it appears justified to apply a same conceptual scheme in the
approach to the behaviour of Whyst and Wexc as a function of θ,

and consequently write

Wexc(θ, Jp) = 〈v180〉T W (RD)
exc,EXP[J (r)

180,p] + W (T D)
exc,EXP[J90,p] (9)

where for the RD and TD excess components, relationships
analogous to (5a) and (5b) hold.

3. Experimental, results and discussion

We have investigated a high-permeability GO Fe-(3 wt%)Si
alloy (Nippon Steel M2H), with average grain size of 1-2 cm:
a material which, with its maximum crystal deviation of about
3◦ of the [001] axis with respect to RD, best emulates the ideal
condition represented by the monocrystal. Epstein strips (300
mm long, 30 mm wide) were cut from a 0.29 mm thick par-
ent sheet (Fig. 1), along directions θ ranging between RD and
TD at 15◦ intervals. Magnetic testing was carried out by means
of a single sheet testing setup, making use of a double-C lami-
nated yoke (125 mm × 30 mm cross-section) with pole faces at
a distance of 240 mm, and air-flux compensation automatically
achieved by means of a mutual inductor.

The magnetising field is known by measuring the exciting
current, after determination of the magnetic path length with
comparative tests on an Epstein frame, whereas the induction is
detected by means of a few turn coil wound around the strip.

Hysteresis loops and losses have been measured, under si-
nusoidal controlled induction waveform, in the peak induction

5



range 0.15 T ≤ Jp ≤ 1.6 T, with the frequency f spanning from
1 to 200 Hz.

The measured energy loss per cycle has been subjected to the
loss separation procedure (Sec. 2.2), and the so found values of
the hysteresis and excess (at f = 50 Hz and f = 200 Hz) loss
components are shown in Figs. 5 and 6, respectively. In the
15◦ ≤ θ ≤ 75◦ range, these figures have been satisfactorily
reproduced by means of Eq. (6) for Whyst, and Eq. (9) for Wexc.
Eventually, the theoretical total loss W, obtained by means of
Eq. (7) summing up classical term [Eq. (8)] and the calculated
Whyst and Wexc components, is compared to the experimental
one in Fig. 7, in the same θ range.

The performance of the model can be quantified introducing,
for any component, the percentage difference η := |W (MODEL) −

W (EXP)|/W (EXP). This quantity, of the order of a few percent in
most cases, reaches its maximum around θ = 45◦. For Whyst,
one gets ηmax � 13% when Jp ≥ 1.5 T, whereas for Wexc,
ηmax � 22% at Jp = 1.25 T. These discrepancies can be ascribed
to the very idealised nature of the model, which, based on the
single crystal approximation, does not take into consideration
the whole domain structure, in particular the surface domains.

Finally, it must be remarked that the disagreements between
the experimental and theoretical values of Whyst and Wexc are
significantly shadowed (ηmax � 12% at Jp = 1.25 T and f = 200
Hz) when considering the total loss W: the important quantity
from the practical viewpoint.

4. Conclusions

We have shown that the magnetic losses of high-permeability
grain-oriented Fe-Si sheets, measured up to 200 Hz on Epstein
strips cut at angles θ to the rolling direction ranging from 0◦

to 90◦, can be assessed by means of the loss decomposition
method, in conjunction with a phenomenological model of the
magnetisation process and its evolution with the cutting angle.
Such a model is based on the appraisal of the correlated roles
of the 180◦ dws displacements and the 90◦ transitions, giving
rise to a defined macroscopic magnetic behaviour of the steel
sheet along the direction defined by θ. In the specific case of
Epstein strips, the relative contributions of the 180◦ and 90◦ do-
main wall processes to magnetisation process, hysteresis Whyst,
and excess Wexc( f ) losses, balanced in such a way as to always
provide, according to the experiments, zero net magnetisation
across the strip, are obtained by linear combination of the same
quantities measured on the strips cut along RD and TD, respec-
tively. This amounts to assume that, up to the frequencies where
the skin effect eventually sets in, we are able to predict the frac-
tional volumes v180 and v90 occupied at each instant of time by
the 180◦ and 90◦ processes and that such volumes negligibly
depend on frequency.

It is then observed that on the whole 15◦ ≤ θ ≤ 75◦ investi-
gated range both Whyst(Jp) and Wexc(Jp, f ) [and, ultimately, the
total loss W(Jp, f ) = Whyst(Jp) + Wclass(Jp, f ) + Wexc(Jp, f )]
are satisfactorily predicted, across the wide Jp interval 0.15 T
÷ 1.6 T, by a simple linear model involving the corresponding
RD and TD quantities, without any adjusting parameters.
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90,p (c).

Appendix A. Behaviour vs. θ and J p of the model parame-
ters 〈v180〉T , J (r)

180,p
, and J90,p

In the strip plane, the polarisation components (referred to
the whole sample volume) parallel and perpendicular to its lon-
gitudinal direction, are (see right side of Fig. 1)

J‖ = J180 cos θ + J90 sin θ (A.1a)
J⊥ = J180 sin θ − J90 cos θ (A.1b)

When considering an Epstein strip, thanks to a large in-plane
demagnetising field perpendicular to the longitudinal direction,
we have [14]

J‖ = J (A.2a)
J⊥ = 0 (A.2b)

These relationships, together with the Eqs. (A.1), give

J180 = J cos θ (A.3a)
J90 = J sin θ (A.3b)
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The peak value in the 90◦ phase

J90,p = Jp sin θ (A.4)

is shown in Fig. A.1 (c), with its upper value

J (LIM)
90,p =

Js
√

2
� 1.428 T (A.5)

obtained from Eq. (1) for v90 = 1.
Considering now the 180◦ phase, and making explicit the

time dependence, the peak value of polarisation referred to the
volume fraction v180 [Eq. (2)] is, from Eq. (A.3a),

J (r)
180,p =

J(t)
v180(t)

∣∣∣∣∣∣
p

cos θ (A.6)

With the volume fraction [from Eqs. (1) and (A.3b)]

v180(t) ≡ 1 − v90(t) = 1 −
√

2
|J(t)|

Js
sin θ (A.7)

the relationship (A.6) becomes

J (r)
180,p =

[
J(t)

1 −
√

2
|J(t)|

Js
sin θ

]
p

cos θ (A.8)

From Eq. (A.7) one also gets v180 averaged over the period T

〈v180〉T = 1 −
√

2
1
Js

〈
|J(t)|

〉
T

sin θ (A.9)

Under sinusoidal induction (with ω = 2π f )

J(t) = Jp cosωt (A.10)

Eq. (A.8) provides, when t = 0 [see Fig. A.1 (b)],

J (r)
180,p =

Jp

1 −
√

2
Jp

Js
sin θ

cos θ (A.11)

and Eq. (A.9) becomes

〈v180〉T = 1 −
2
√

2
π

Jp

Js
sin θ (A.12)

shown in Fig. A.1 (a), where its lower limit

〈v180〉
(LIM)
T = 1 −

2
π
� 0.363 T (A.13)

also appears.
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