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Thanks to its excellent mechanical properties, graphene is particularly suited for the realization of suspended membranes. The
present paper deals with one possible application of such membranes that is the realization of suspended lithographic masks for
shadow evaporation onto a substrate. This technique, which is largely used for realizing mesoscopic devices, where the quality
requirements for the junctions prevent the exposure to ambient air and the occurrence of quantum phenomena requires highly
defined structures, can be improved by the use of pure 2-dimensional masks, like graphene ones. Advantages and differences of
this material with respect to commonly employed polymers are presented and discussed.

1. Introduction

The ability to master quantum effects to design and develop
new devices, which has led to the emergence of the “second
quantum revolution” [1, 2], requires the development of
new lithographic techniques, suitable for the scaling of the
production processes down to the nanoscale, where quantum
phenomena become dominant [3].

Among the various techniques contrived aimed at further
reducing the scaling of electronic devices, the shadow evapo-
ration technique (or Niemeyer-Dolan technique, NDT) [4, 5]
offers an effective method to make nanometer-size overlap-
ping structures, which contribute to overcome the limitations
of the electron (EBL) [6] or ion (FIB) [7] lithographic tech-
niques, as proximity effects or unwanted ion implantation
into the substrate.

Based on the use of a lithographic mask placed not in
direct contact with the substrate, the NDT exploits the
“shadow” effect during deposition. Actually, the tilting of
the substrate at different angles with respect to the atomic
source allows thin films to be deposited in spatially distinct
or in partially overlapping areas with high spatial resolution,
without exposing the sample to the atmosphere and facilitat-
ing the fabrication of (hetero) junctions at the nanoscale [8].

Usually, two resist layers with different sensitivities to
the electron beam are employed: the lower is generally
composed of methyl methacrylate copolymer (MMA), with
a greater “sensitivity” to the electron beam than the upper,
poly(methyl methacrylate), PMMA. The proximity effects
of the beam provoking the polymerization of PMMA have
a range on the order of tens of nm, whereas in the MMA,
they are found on the hundreds of nm. Then, a broader
area of the lower resist will be removed during development
so to obtain a geometry with a “substrate” necessary to sup-
port the suspended structures defined in the upper resist.

Although the use of such bilayer resist masks is widely
adopted to realize the NDT, two main limitations can
be identified.

Firstly, the thickness of the suspended layer of PMMA
geometrically limits the maximum deposition angle and
therefore the reachable portion of the substrate.

Secondly, excessive heating during evaporation can lead
to the deformation of the surface of the polymer (the melting
point of PMMA is ~110°C), ruining the design of the device
and degassing impurities from the mask. This issue occurs,
for example, in realizing superconductive mesoscopic
devices, which require the deposition of refractory metals
(e.g., Nb [9] or V [10]); a consequence of the damage of the
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mask is the suppression of superconductivity and the increase
in the residual resistance ratio of some types of films [11].

The search for solutions to these problems, therefore,
goes towards the replacement of classic polymer resist in
favor of new types of 2D mechanically and thermally more
resistant lithographic masks [12], which allow the existing
geometric resolution limits to be overcome.

The ultimate 2D mask can be however realized by mono-
layer materials: graphene has been widely studied and,
besides the long list of applications proposed so far [13], its
use as a lithographic mask seems immediate, since it has been
demonstrated that a monolayer of carbon atoms arranged in
the sp2 honeycomb structure is a membrane opaque to other
atoms [14]. In fact, even the chemical vapor deposition
(CVD) of graphene can be controlled taking advantage from
this property, because the first deposited C layer hinders the
reaction of gas precursors with the catalyst underneath [15].

In this perspective, graphene represents a perfect candi-
date to replace polymers in the manufacture of ultrathin
suspended lithographic masks (graphene suspended mask,
GSM), presenting the suitable properties of elasticity,
mechanical resistance, thermal conductivity, and chemical
inertia necessary to solve many of the problems mentioned
above. In fact, the reduced intrinsic thickness of graphene
(<5nm for few-layers) considerably increases the limit angle
at which thin films can be deposited with the NDT.

The effective creation of the geometries in the mask,
occurring through the damage of the layer itself through
FIB, might overcome the EBL limit of resolution, the sub-
stantial limitation of FIB being related only to the ability in
focusing the beam.

In this paper, we demonstrate that few-layer graphene
synthesized by CVD on cobalt, possesses adequate mechani-
cal hardness to be employed as a suspended membrane for
NDT lithography.

2. Experimental

CVD is the production method that offers the largest avail-
ability of graphene sheets that can be easily transferred onto
a variety of destination substrates. The problem with the
largely employed copper-CVD is that the sheets are often dis-
continuous in correspondence of the Cu grain boundaries,
which is detrimental to both the mechanical and masking
properties. Other catalysts, like nickel or cobalt, provide con-
tinuous sheets of graphene, because excess of precipitation at
the metal grain boundaries keeps the graphene patchwork
firmly interconnected [15].

Excellent mechanical stiffness of graphene deposited
onto Co has been recently reported [16], which allows to suc-
cessfully transfer the graphene from the growth substrate
without the aid of a strengthening layer (normally, PMMA).
This represents a great simplification of the lithographic pro-
cess, since the polymer, structured with the standard EBL
method, is still used as the support of the suspended mask.
Removing the additional PMMA layer used for the graphene
transfer should remove the support PMMA on the destina-
tion substrate, too.

Since the pioneer work of Griffith [17], the mechanical
properties of a material are more heavily affected by the
amount of defects, rather than the strength of the chemical
bonds between the composing atoms. Then, the mechanical
properties of a material with reduced dimensionality are
expected to improve with respect to its bulk version, because
in that case, it is in principle easier to reduce the percentage
of defects. According to the Raman analysis reported in
[16], the defect-related peak at ~1350 cm−1 is often below
the detection limit in wide maps of graphene grown on Co.

When the number of atomic layers varies, the graphene
decreases its tensile strength and becomes more “fragile,”
but it has been reported that this variation is of the order of
few percent up to 7 layers [18]. Then, the eventual presence
of multilayered regions in graphene used for the lithographic
process is the best compromise between the need of reducing
both uncontrolled discontinuities in the mask and the sup-
porting PMMA during transfer and the need of having an
ultrathin mask. A multilayered graphene mask is still 2
orders of magnitude thinner than the corresponding tradi-
tional polymer mask.

Co films, 250–300nm thick, thermally evaporated onto
oxidized Si substrates have been employed for the CVD of
graphene. This has been carried out in a quartz furnace
OTF-1200X from MTI Corporation with the process steps
listed in Table 1.

Pressure is close to atmospheric during the deposition.
This is obtained by manually closing the valve between the
deposition chamber and the primary pump so as to reduce
the conductance of the process gas discharge pipe and the
pumping speed of the system. Increasing the amount of gas
in the chamber speeds up the catalysis and reduces the depo-
sition step to 5min, counteracting in this way the occurrence
of dewetting of Co [19].

The cooling of the cobalt substrate triggers the process of
carbon precipitation on the surface of the film, leading to the
formation of graphene multilayer. The control of the cooling
time allows the control of the amount of precipitation, which
then determines the thickness of the graphene layer. Flash
cooling is achieved by physically moving the sample from
the hot zone of the furnace to an area approximately at room
temperature. The sample temperature decreases in an expo-
nential way, with a time constant of about 300 s.

Samples have been characterized by Raman spectros-
copy, either on the growth substrate [19] or after transfer

Table 1: Summary of the process steps of the CVD growth of
graphene on Co. The temperature during the cooling steps has
been estimated by a calibrated thermocouple attached to the
substrate holder during a dummy deposition process.

Process step
Temperature

(°C)
Pressure
(mbar)

Gas flow
(sccm)

(i) Heating 200→ 600 100–110 N2 = 100

(ii) Heating 600→ 1020 ≈40 H2 = 50

Annealing +CVD 1020 800–900 H2/CH4 = 50/25

(i) Cooling 1020→≈800 ≈1.5 N2/H2 = 100/50

(ii) Cooling ≈800→≈200 ≈1 N2 = 100
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onto oxidized Si. Spectra display an intensity ratio between
the 2D mode at ~2700 cm−1 and the G mode at ~1600 cm−1

around 1/2, suggesting the multilayer character of graphene.
The D mode, related to defects, is practically absent, as
mentioned before.

Suspended graphene masks require support structures
(“submasks”). These were made of polymer or Ti, as
detailed hereafter:

(i) Polymer submask: composed of a double layer of
copolymer (MMA) and polymer (PMMA A4),
obtained on a SiO2 substrate by double deposition
of PMMA and MMA necessary for achieving the
desired interspace with the substrate. The thickness
of the MMA (PMMA) layer was measured to be
~667 (~241) nm by ellipsometry, resulting in an
interspace ~908 nm. Circular areas with 1–4μm
diameter have been exposed to the electron beam
and then removed (Figure 1(a))

(ii) Ti submask: this particular submask has been
designed to be compatible with deposition processes
in which the mask is exposed to high temperatures.
Apart from the deposition of refractory metals
described above, this kind of mask is needed when
the deposition occurs onto a substrate kept at high
T , as in the case of MBE. Here, EBL was used simi-
larly to the previous case. A structure of the polymer
made up of pillars was used as a mask for depositing
the Ti layer with film thickness of 300nm. The result-
ing lift-off of the polymer pillars created the circular
hole structure visible in Figure 1(b)

The transfer of graphene to the support structures is done
by the well-known “picking-up” method without the need of
a strengthening PMMA layer onto graphene [16].

The interspace with the substrate is then controlled by
choosing an appropriate thickness for the submask. Here, a
limitation for the Ti mask is due to the difficulty of growing
very thick metal films. Then, during drying, capillary forces
take place at the meniscus of the liquid trapped in the
substrate-membrane cavity. These forces are inversely

proportional to the interspace distance and linearly depen-
dent to the area of the hole [20]. As a consequence, we
observed a percentage of membranes collapsed during
drying, statistically higher for larger holes and for smaller
interspace distances. As a matter of fact, graphene mem-
branes survived only onto smaller holes in the case of Ti
(~300 nm) submasks.

At present, we have not identified the mechanism of
liquid evaporation out of the cavities: actually, after the gra-
phene has been laid down, it should seal the cavity. To reduce
the mortality of membranes during drying, attempts using
low surface tension liquids, like pentane, which has been suc-
cessfully employed in the drying of porous materials [21], are
underway. This in is particular for metal submasks, because
the interspace is thinner than polymer submask, which, on
the opposite, can be damaged by pentane.

As shown in Figure 2 the graphene sheet excellently
adheres to the substrate. What is obtained from this process
are graphene suspended membranes on which the graphene
suspended mask of any shape can be realized by FIB.

Openings in the membrane must be done in order to
predict the geometry of the film that is to be deposited, also
considering the deposition angle. The “carving” of these
geometries on GSMwas realized with a milling process, using

(a) (b)

Figure 1: SEM images of graphene transferred to submasks in PMMA (a) and Ti (b).

Figure 2: SEM micrograph of a membrane suspended on PMMA
submask.
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Ga ions with an energy of 30 keV. To carve the graphene
without implanting excess Ga ions into the substrate, we per-
formed a “dose test,” in order to determine the minimum
level of irradiation needed to delineate the desired geometry.
For this test, irradiation was carried out on an area of
~4.5·10−8 cm2 using an ion beam current I =9.8 pA. This is
the lowest possible current available in the FIB column,
which was chosen to have the maximum control of the dose.
Figure 3 shows different situations, as achieved by increasing
the dose of 1000μC/cm2 from one step to the other until the
layer is completely broken. As displayed by the successive
micrographs of Figure 3, there is no definite threshold at
which the carving of graphene takes place, rather a

progressive erosion of the membrane is observed. This does
not help to minimize the dose of Ga ions that can further
implant into the substrate. This aspect can be detrimental
to the correct behavior of devices, and then a possible solu-
tion can be to deposit the active layers at different tilting
angles so to use a different region of the substrate.

The optimal dose for the incision of the mask shown in
Figure 3 was estimated to be 5000μC/cm2. It is important
to report that the single dose of 1000μC/cm2 was provided
over the entire area by means of successive irradiation of
500 doses since it was noted that a gradual irradiation causes
less stress on the membrane allowing better resolution in
most geometries. A better focusing of the ion beam allows

(a) (b)

(c) (d)

(e) (f)

Figure 3: From (a) to (f): effects on the irradiation of the membrane by a dose increasing by steps of 1000μC/cm2.
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the realization of geometries with linear dimensions in the
order of 10nm, as it is visible in Figure 4, which shows strips
and bridges with widths of the order of 50nm.

3. Results and Discussion

The deposition tests were carried out using the NDT to
evaluate the behavior of the suspended masks during a
double-angled deposition by means of an electron beam
apparatus. Simple geometries were chosen, such as squares
and circles, to estimate the shadowing effect of the mask on
elementary shapes.

The double-angled deposition of Al and V on PMMA
submask, ~ 908nm thick, is shown in Figure 5. At first, a
22 nm thick Al layer was deposited with an angle of 0° with
respect to the vertical, at a rate of 0.1 nm/s; therefore, V was
deposited at an angle of 19° from the vertical, with a thickness
of 22 nm at a rate of 0.2 nm/s.

These metals have been chosen because they are used for
hybrid single electron transistors (SET) [22]. Moreover, V is
a refractory material (melting temperature ~1910°C), then it
is interesting to test the behavior of GSM to an intense heat
irradiation during the deposition step.

The shift Δx between patterns deposited with an angle
difference of Δθ is predicted through the simple relationship
Δx = d · tanθ, where d is the mask interspace. Considering
d~900 nm and Δθ = 19°, Δx~313 nm, a value that has
not been observed (Figure 5).

On the contrary, it can be observed that the second V
deposition did not affect the integrity of the GSM.

The shift, as shown in Figure 5, is also different depend-
ing on the side of observation. The difference is of ~50nm.
It is also observed that the dimension of the patterns depos-
ited at different angles is not the same since the linear
dimensions of the geometries from the first to the second
deposition are reduced by ~50nm. While the dimension

(a) (b)

Figure 4: SEMmicrographs on suspended membranes carved by FIB with a dose of 5000μC/cm2. In the photograph on (b), we measured the
radius of a circle inscribed in the corner of the engraved triangle obtaining a value of ~19 nm, hardly obtainable with the conventional
polymeric masks.

(a) (b)

Figure 5: (a) SEM image of the four rectangular holes engraved on a GSM, to measure the shift of the deposited pads with the tilting angle: the
tilt is along the horizontal side of the 500× 500 nm2 squares. (b) The shift measurements between the first (right, Al) and the second (left, V)
depositions for the squared geometry (on top the scheme of the deposition).
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along the horizontal axis of the two micrographs is affected
by the angle of tilt, the narrowing along the vertical axis can
be related to a shrinking effect of the mask consequent to
the first deposition, as shown in Figure 6.

Since this isotropic shrinkage effect of the openings in the
masks is very close to the thickness of the material deposited
during the first deposition (~25 nm per side, Figure 6(a)), we
can argue that the metal deposits on edges of the suspended
membrane induce a progressive occlusion of the mask with
the thickening of the thin film (Figure 6(b)). This effect is
generally negligible in masks suspended in PMMA. On the
other hand, using a GSM, this phenomenon must be taken
into consideration, since the two-dimensional membrane
acquires a thickness that is no longer negligible if compared
to the initial thickness. In addition, the difference in the shift
with respect to the trigonometric calculation can be
explained keeping into account the 3-dimensionalization of
the membrane (Figure 6(c)).

However, the changes in the mask geometry, due to the
deposition of the first layer of metal, can be quite easily

predicted. As an example, the anisotropic shrinkage dis-
played in Figure 6(c) can be circumvented simply by carrying
out the second evaporation at 0°, inversely to what has been

(a)

Isotropic
shrinkage

(b)

Anisotropic
shrinkage

(c)

Figure 6: (a) SEM image evidencing the narrowing of the geometries from the first (Al, right) to the second (V, left) deposition, affecting the
vertical side, which are not affected by tilting on the pattern of Figure 5. (b) and (c) display the isotropic shrinkage of the mask due to
deposition of metal at the edges and the anisotropic shrinkage related to the increase of the thickness of the mask, respectively.

Figure 7: Micrograph of a hybrid, SNS single electron transistor,
realized by a double-angled evaporation of Al and V through a GSM.
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previously done. It is then possible to realize devices like the
hybrid SET shown in Figure 7. In this case, the SNS assembly
is achieved by depositing superconducting (V) source and
drain [22] and a normal metal (Al in the case of operating
T higher than the critical T of Al) for the island [23]. The tun-
nel junctions between the source (drain) with the island are
realized by oxidizing the Al deposited at the first evaporation
step. Typically, exposing the island to 1 bar of O2 provides
tunnel resistance values of the order of 104–105 Ω. The flex-
ibility of the NDT allows to easily include the oxidation step
between the two depositions, without breaking the vacuum
[23]. The gate is capacitively coupled with the island, the sec-
ond capacitor armature being the second evaporation through
the opening used for the island itself. The characterization of
the devices obtained by means of GSM is underway.

As the last application of GSM, we carried out a deposi-
tion in typical MBE conditions. In this case, the substrate is
generally heated to temperatures exceeding some hundred
°C, in order to enhance the surface atom mobility, facilitating
in this way the crystalline arrangement of the deposit. Poly-
meric masks do not withstand these conditions, so we used
a GSM lying onto a Ti submask. Using FIB, linear slits
~70 nm wide and with length equal to the diameter of the
suspended membranes were opened in graphene lying onto
circular holes with diameter of ~1μm and thickness of
300nm realized on a Ti film on a SiO2 substrate.

A thin film of germanium was then deposited with a total
thickness of 40 nm at the rate of ~4Å/min. During
the deposition, the pressure in the chamber was kept at
P = 1 2 · 10−9 mbar and the substrate temperature at
T~400°C. Subsequently, a lift-offwas carried out by exfoliat-
ing the graphene with the upper Ge layer covering the whole
sample (Figure 8). Obviously, the present experiment cannot
be correctly defined as anMBE growth, rather as a simulation
of MBE growth. Actually, the presence of the Ti submask and
the graphene on top prevents the standard chemical cleaning
procedure of the substrate so to favor the crystalline growth.
Being the substrate covered by amorphous SiO2, the Ge
nanowire has a polycrystalline structure. Nevertheless, here,
the aim was to demonstrate the reliability of the mask at these
harsh conditions. The definition of a preparation protocol,
compatible with MBE requirements, is under study.

4. Conclusions

This report shows the potential of GSM, which can offer
remarkable advantages with respect to traditional polymeric
masks. The shadow evaporation technique allowed deposit-
ing structures with high definition without any apparent
damage of the graphene layer, even when the target is sub-
jected to heating. Disadvantages are related to the possible
implant of foreign atoms in the substrate, as provided by

(a) (b)

(c) (d)

Figure 8: (a)SEM micrographs after Ge deposition on GSM with intact (bottom 6) and carved (top 3) structures; (b) a close view of a carved
membrane with Ge on top; (c) dimensional measurements on the Ge nanowire after mask lift-off; (d) an array of wires.
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the FIB used to carve the mask and to the low reliability of the
wet technique employed to transfer graphene onto the sub-
mask. In both cases, however, remedies seem at hand,
namely, the angled carving of the membrane, so to implant
ions in unused regions of the substrate, and the use of sol-
vents with low surface tension. Another phenomenon, say,
the progressive 3-dimensionalization of the mask during
evaporation, can be easily predicted, too. Surprisingly, we
also observed a lateral growth of the metal film at graphene
edges, which is responsible for a reduction of the pattern size
with time. Since this reduction is closely related to the
amount of evaporated metal, this phenomenon can be easily
controlled and used for particular purposes, e.g., as a tool for
further improvement of the resolution of the technique.
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